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Figure 3  Chow et al.

 

 

 Co conc. with NaAc



Applied voltage (V)

Cobalt composition in films (at. %)

0

5

10

15

20

 size 

Crystallite size from (111) (nm)



[image: image2.wmf]-1

0

1

2

3

4

50

60

70

80

 

 

 Co concentration



Applied voltage (V)

Cobalt composition in films (at. %)

200

400

600

800

1000

1200

Figure 5  Chow et al.
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